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SPECIFIC GRAVITY AND ABSORFTION OF COARSE AGGREGATES AASHTO T . 85

PROJECT NAME: BI.UEBERDSTONE LAB NUMBER
PROJECT Nupg BER:
EST PROJECT NUMBER.: 3030273 TESTED BY- IEREMY HARJO
PROJECT Loc ATION: SAMPLE LOCATION:
CONTRACTOR. BLUEBIRD STONE MATERIAL DESCRIPTION: "HICKORY"
OVEN DRy WEIGHT 31507
S5D WEIGHT 5284.7
WEIGHT IN WATER 31912

ABSORPTION & = 55D WEIGHT-OVEN DRY WEIGHT = l : — 260 ']
OVEN DRY WEIGHT
APPARENT GRAVITY = OVEN DRY WEIGHT -
OVEN DRY WEIGHT-WEIGHT TN WA TER

S5D BULK = SSD WEIGHT =
S50 WEIGHT-WEIGHT TN WATER
BULK GRAVITY - OVEN DRY WEIGHT = m
SSD WEIGHT-WEIGHT TN WATER
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